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Introduction

During the energy extraction of a 1-um pulse in a
Nd-doped laser material, the Nd-ion population is
transferred from the metastable 4F3 /> level into the ter-
minal '11/2 level, as shown in Fig. 1. The terminal-level
lifetime, 111/ is defined in this case as the time it takes
the Nd-ion population to decay from the 4 111/ level
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FIGURE 1. A Nd3* energy level diagram that shows the 1-um laser
transition from the 4F3,2 metastable level into the 4'11/2 terminal
level. During this transition, the input extraction pulse is amplified
to produce a more energetic output pulse. The nonradiative relax-
ation from the 4I11,2 level into the 4I9,2 ground state is known as the
terminal-level lifetime (ty; /5).  (70-15-0993-3196phb01)
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into the 4I9/2 ground state. Several experimental and
theoretical approaches over the last three decades have
been made to measure the terminal-level lifetime.
However, an agreement in the results among the dif-
ferent approaches for a large sampling of laser materials
has never been demonstrated.

This article presents three independent methods
(pump-probe, emission, and energy extraction) for
measuring the terminal-level lifetime in Nd:phosphate
glass LG-750. We find remarkable agreement among the
data and determine the 1, /, lifetime to be 253 + 50 ps.
We extend our studies to show that the results of the
pump-probe and emission methods agree to within a
factor of two for additional Nd-doped glasses and
crystals investigated, thus offering validation for the
emission method, which is a simpler, indirect approach.

Background

As explained, 1 /, is the time it takes the Nd-ion
population to decay from the 4 l11/> level into the 4 lo/o
ground state during the energy extraction of a 1-um
pulse. If the decay time is infinitely fast compared with
the length of the extraction pulse (14, ,, <<t ) then the

'11/2 level will appear to be virtually unpopulated for
the duration of the extraction pulse. Since the small
signal gain coefficient (g,) is directly proportional to
the population inversion (AN) between the upper F3/2
level and the lower 4 111/, level, the incoming laser
pulse will extract more of the stored energy if the * l11/2
level remains unpopulated. Conversely, if the length of
the extracting pulse is much less than the terminal-level
lifetime (t << '[11/2) then the population in the 4 l11/2
level will remaln populated or bottlenecked. As a con-
sequence, the extraction process will be less efficient
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since stimulated emission and absorption processes can

become competitive and thus cause the re-excitation of

the Nd-ion population in the 4I11/2 level back into the
F3/2 level during extraction.

Figure 2 is a plot of the ideal extraction efficiency for
Nd:phosphate glass as a function of the ratioR =t /Tn/2
For comparison, a few additional data are shown
including the oxide crystals Nd:YAG and Nd:YALO
and the fluoride crystal Nd:YLF. The data points for
these materials do not lie exactly on the phosphate
curve due to differences in the spacing of the energy
levels that affect the degeneracies of the upper and
lower laser levels and thus the values for the extraction
efficiency. The pulse lengths are assumed to be square
in shape with a length of 3 ns, with the exception of the
National Ignition Facility (NIF) data point, where t
8 ns. The proposed design of the NIF will use a Nd-
doped phosphate glass similar to LG-750 and will
require longer pulse lengths. We discuss a derivation of
this curve in a later section, but for now it illustrates
that the extraction efficiencies for a Nd:phosphate
glass laser are only moderately impacted by the short
terminal lifetime (< 1 ns), whereas for Nd:YLF the long
terminal lifetime (~10 ns) can become a limiting factor.
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FIGURE 2. The ideal extraction efficiency plotted as a function of
the ratio of the pulse length t, to the terminal-level lifetime 1, ,, for
Nd:phosphate glass. For comparison, additional data are shown
(solid squares). The plots illustrate that the relatively short terminal
lifetimes (<1 ns) of the phosphate glass used in the Nova laser and of
the glass used in the design of the NIF are not a limiting factor in
obtaining the highest possible extraction efficiency. In comparison,
the long lifetime (~10 ns) of the fluoride crystal, Nd:YLF, can be a
limiting factor.  (70-00-0295-0392pb01)

Given the importance of the terminal-level lifetime
for phosphate glass, we employ three different meth-
ods for measuring its value. We first describe a novel
and more accurate direct approach that employs a
pump-probe technique.! We also explore an indirect
emission method, which is based on the “energy-gap
law,”23 since this method continues to be the preferred
method due to its simple and straightforward
approach. However, it is a method that presupposes
that the lifetime of a different nonradiative transition
¢ Gy/p— 65/2 G7/2) whose energy gap comudentally
matches that of the relevant transition ¢ l1/2— I9/2)
provides a reasonable assessment of the actual terminal-
level lifetime. Based on the validity of the energy gap
law, the two lifetimes are expected to be equal. Finally,
we model data taken from a previous set of experiments
and show that the terminal lifetime for phosphate
glass derived from the best fit to the data is in agree-
ment with the values derived from the pump-probe and
indirect emission experiments.

In addition, we found in the process of modeling
the extraction data that it would be useful if an
approximate solution of the energy transport and
kinetic differential equations existed that explicitly
include the terminal lifetime and the pulse length. The
motivation for finding an empirical solution was to be
able to use a simple expression within the existing
models that would include the effects of the terminal-
level lifetime without having to tediously integrate the
energy transport and kinetic differential equations. To
date, the only analytic solutions that exist are for the
two extreme cases of t /1, ,,<<land t /1, ,,>>1,
that is, very short or long pulse lengths relative to the
terminal lifetime.* We formulated an empirical solution
of the saturation fluence that explicitly includes the
ratio t /111/2 and is therefore valid in the intermediate
region of t /T11/2 =1 as well. Our empirical solution of
the saturatlon fluence can be substituted within the
well known Frantz-Nodvik* analytic solution to model
the energy extracted from an amplifier. We present a
modified expression for the saturation fluence and
describe how we used it to model the energy extraction
data for Nd:phosphate glass.

We first describe the direct (pump-probe) method
followed by the indirect (fluorescence) method and
discuss the lifetime results for LG-750. Next, we model
the extraction data previously taken by Yarema and
Milam® and discuss our model. We show concurrence
among the three methods with an averaged lifetime of
T41/2 = 253 ps with an rms error of £50 ps. In the final
section we compare the results from the direct and
indirect methods for 13 materials and show that the
simpler, indirect method can be used to determine the
terminal lifetimes with an uncertainty of less than a
factor of two in most circumstances.
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Direct Method: Experiment
and Results

To directly measure the population decay time
between two electronic levels of interest, we must first
find a way to selectively populate the upper level and
then be able to detect and accurately measure the pop-
ulation decay. The total decay rate of the emission signal
is a sum of the radiative and nonradiative decay rates. In
most Nd-doped hosts, the small energy gap (<1500 cm™1)
of the 41, ,, ~*14/, transition and high phonon frequen-
cies (up to 1300 cm™1) enable the nonradiative rate to
be much faster than the radiative rate. This causes the
photon emission signal from the 4I11/2 level to be very
weak, thus making an accurate measurement of the
nonradiative lifetime inherently difficult. Until recently,
many of the direct measurements employed either an
energy-extraction or gain-recovery method coupled
with a numerical model .57

We designed a unique pump-probe experimental
technique to directly measure the nonradiative lifetime
for the 41, ,, - %14, transition in various Nd-doped
glasses and crystals. Figure 3 shows a series of energy
level diagrams describing the sequence of events for
the experiment: (1) A 2.41-um pump beam excites a
fraction of the ground state Nd ions into the 4I13/2 level,
after which the Nd ions will nonradiatively decay into
the 4'11/2 level. (2) After an incremental time delay, a
1.06-pm probe beam excites a fraction of the 4I11/2 pop-
ulation into the 4F;,, level. (3) The #F, ,, population can
decay into several of the lower 4IJ levels, but we chose
to record the 0.88-pum emission signal corresponding to
the 4F; /, -~ 4y, transition. The time-integrated 0.88-um
signal is proportional to the 4I11/2 population. This
sequence of events is repeated for each increased time
delay between the pump and probe pulses. Therefore,
as the time delay between the pump and probe pulses
increases, the value of the integrated 0.88-pum emission
signal diminishes since most of the 4'11/2 population
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will eventually return into the ground state. A plot of
the time-integrated 0.88-pm emission values vs time delay
(ty) will construct the temporal evolution of the 4I11/2
population. In passing we note that directly populating
the 4'11/2 level can be difficult due to the increased
intrinsic absorption of the host medium at 5 um.
Figure 4 shows a simplified experimental diagram.
The 1.06-um output of a mode-locked laser operating at
a repetition rate of 76 MHz is injected into a regenerative
amplifier. The output pulses emerge from the amplifier
at a 10-Hz repetition rate with an energy of 55 mJ per
pulse. Two nonlinear frequency conversion processes
are required to generate the 2.41-pm pump beam: a
Raman process to generate 1.91-um output and a dif-
ference frequency generator to produce the 2.41-um
output. The 1.06-pm pulse is split with a beam splitter
that allows 80% of the 1.06-pm energy to pass through
a high-pressure (55-atm) Raman cell filled with H,.
The 1.06-pum beam excites several vibrational modes of
the H, molecules, allowing the output beam to emerge
with several different Stokes- and anti-Stokes-shifted
frequencies. We chose a difference frequency mixing
scheme with a lithium niobate (LiNbO,) crystal that
requires the collinear mixing of a 1.91-um and a 1.06-pm
beam. Therefore, the first Stokes-shifted 1.91-um output
from the Raman cell is mixed with the other 1.06-pum
beam in the LiINbO, crystal to produce the 2.41-um
pump beam. The residual 1.06-pm beam from the con-
version process is used as the probe beam and is sent
into a variable time delay that consists of a reflective
corner cube mounted onto a computer-controlled
translation stage. The delay stage allows for precise
incremental time delays between the pump and probe
beams. The pump and probe beams are independently
focused into the sample, and the 0.88-pum emission sig-
nal is recorded with a photomultiplier tube placed at
the side of the sample. Two independent reference
detectors are used to account for fluctuations in the
laser output. All three signals from the detectors are
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FIGURE 3. The pump-probe experiment. A 2.41-um pump pulse excites a fraction of the ground state population into the “I13/2 level. After a
time delay (1), the 1.06-um probe pulse excites the Nd ions from the 4I11/2 level into the upper 4':3/2 level. The 0.88-pum emission corresponding

to the 4F3/2 _.4I9,2 transition is time integrated and recorded. This sequence of events is repeated for longer time delays.

UCRL-LR-105821-95-2

(70-15-0194-0202pb02)



TERMINAL-LEVEL RELAXATION IN N D= OPED LLASER VAT E R /A LS 0000000000000

sent into electronic boxcars that integrate the wave-
forms. A hardware interface allows a computer to store
the integrated signals. After the data are stored, the
computer translates the delay stage and records a new
set of data.

Figure 5 shows an example of the data taken with
this setup. The data are illustrated with circles; the line
is the numerical model. Details of the numerical model
have been described elsewhere.! In brief, the model of
the data includes information about the 41,5, -1, /,
and *1;, /, - *lg, nonradiative transitions. Three
adjustable physical parameters fit the data to the model.
We calculated a lower bound of the terminal lifetime
by correcting the effective lifetime for the ~200 cm1
smaller gap in the #I,, ,, - *I5, transition compared
with the 41,5, - %1, , transition. The terminal lifetime
(lower-bound) was found to be 250 ps with an error
of £100 ps.

Indirect Method: Experiment
and Results

Before discussing the indirect method, we first
briefly explain the energy gap law. The nonradiative
rate for the transition of a rare-earth ion such as Nd
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amplifier

within a glass or crystalline host medium can be
written as

W, = Aexp(-ap) , @)

where A and a are host-dependent parameters and p is
the normalized energy gap of the transition, AEgap/hveﬂ.
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FIGURE 5. The analysis of the data yielded a terminal lifetime of
T11/0 = 250 ps with an error of 100 ps.  (70-15-0194-0202pb04)
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FIGURE 4. A simplified experimental diagram for the pump-probe experiment. The 1.06-um output of the laser is mixed with the 1.91-ym

Stokes-shifted output from an H, Raman cell to produce a 2.41-um pump beam. The residual 1.06-um beam is delayed and used as the probe
beam. Three individual detectors and boxcars record and integrate the signals, which are stored on the computer for subsequent data analysis.
(70-15-0194-0202pb03)
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This expression assumes that for transitions involving
approximately two or more phonons, only the highest
frequency of vibration (v,¢) in the host plays a significant
role in enabling the nonradiative transition. Therefore
the smallest number of high-frequency phonons needed
to bridge the energy gap (AEgap) tends to dominate the
nonradiative decay. In addition, the theory assumes

4 |
Gis2 -
4 2 ¥
Gs/2 "Gryo Y 2
4
Far2
600-nm
emission
532-nm Similar
pump energy
gaps—
Yr2=Tun
15/2
4| 13/2
J Y
1172
% T2 /
9/2

FIGURE 6. An energy level diagram for the emission experiment. A
532-nm pump beam transfers a fraction of the ground state population
into the “G7/2 level. The resulting emission at 600 nm from the “G7,2
level is recorded. Since the nonradiative decay for the *G;, - 4Gs /.
267/2 transition will be much faster than the radiative decay rate, the
600-nm emission signal will be a direct measure of the 1, lifetime.
(70-00-0295-0391pb01)
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that only the size of the gap is important and not the
specific details of the initial and final electronic states
over which the transition takes place—hence the reason
for the name “energy gap law.”

For most Nd-doped materials, the upper
4G, /,— 4G 5, %G 4, transition and the lower 413, ,, g/
transition have a similar-size energy gap. Figure 6
shows the energy level diagram for the pumping and
emission processes. If the energy gap theory is assumed
valid, then the values of the 1,,, and 14, /, lifetimes
should also be quite similar. Since the Nd ions are easily
excited from the ground state to the "'G7/2 level with
the frequency-doubled output of a 1.06-um laser, one
must only monitor emission signals from the "'G7/2
level for a direct measure of the 1/, lifetime. This is
because the rate of decay of the emission signal will be
largely dominated by the G, ,, - 4G, ,, G, ,, nonra-
diative rate. After exciting the ground-state Nd ions
with the 532-nm pump, the 600-nm emission signal
corresponding to the "'G7/2 population decay is
recorded. A technique suitable for measuring time-
resolved fluorescence emission spectra characterized
by weak signal levels and/or picosecond lifetimes is
called “time-correlated single photon counting.”

Figure 7 illustrates an experimental scheme for mea-
suring the 14, lifetime that employs a photon count-
ing system. The frequency-doubled output of a
mode-locked Nd:YAG laser produces 1 W of 532-nm
light with a 90-ps pulse length at a rate of 76 MHz. The
532-nm light is split into two paths. In path 1, the sam-
ple is illuminated and the fluorescence is collected and
focused into the monochromator. A multichannel plate
photomultiplier tube (MCP-PMT) is placed at the out-
put of the monochromator and detects the 600-nm
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FIGURE 7. An experimental scheme for the emission experiment using a time-correlated single-photon counting technique. The 532-nm pulse is
split into two beams. In path 1, a beam illuminates the sample, and the resulting 600-nm emission is detected with a multichannel plate detec-
tor. The beam from path 2 is time delayed and focused onto a silicon detector. The photon counting electronics (constant fraction discriminator,
time-to-amplitude converter, multichannel buffer) condition the electronic pulses from the two detectors. After multiple excitation pulses, the

600-nm emission waveform is reconstructed.  (70-00-0295-0391phb02)
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emission signal. The photon counting method assumes
that the probability distribution for the emission of the
first photon after excitation is also the intensity vs time
distribution of the photons emitted as a result of the
excitation. Therefore, by measuring the time at which
the first photon is emitted for a large number of excita-
tion events, the experiment eventually constructs the
full probability distribution.8 This method uses the
high repetition rate of the laser system to build up the
emission signal after many excitation pulses.

The sequence of electronic events, as shown in
Fig. 7, is as follows: The MCP-PMT monitors the
arrival of the first 600-nm photon emitted after the
sample has been excited. From the single photon
event, the MCP-PMT is able to generate an electronic
signal known as the start pulse. The constant fraction
discriminator (CFD) conditions the electronic signal
from the detectors so that the signals going into the
time-to-amplitude converter (TAC) have a precisely
timed leading edge independent of the amplitude fluc-
tuations. The pulses entering the TAC initiate the
charging of a capacitor. In path 2, the 532-nm pulse is
time delayed and sent into a silicon photodetector,
which outputs an electronic pulse to stop the charging
of the capacitor. The amount of charge stored on the
capacitor is proportional to the time interval (At)
between the start and stop pulses. The TAC outputs an
electronic pulse with an amplitude (A) that is directly
proportional to the stored charge on the capacitor. A
multichannel buffer (MCB) stores the value of the
pulse amplitude.
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FIGURE 8. A plot of the 600-nm emission as a function of time. The
1,4, lifetime derived from the data analysis is 228 + 50 ps.
(70-00-0295-0391pb03)

The sequence is repeated until enough single-photon
events have been sampled to accurately reconstruct the
emission signal. Figure 8 shows the data and model for
LG-750. The 144 /, lifetime inferred from the kinetic
analysis is found to be 141/, [T ;,, = 228 = 50 ps on the
basis of the 4G, ,, - 4G /,, 2G,,, relaxation time.

Energy Extraction Experiments
and Modeling

In 1982, Yarema and Milam’ performed a series of
energy extraction experiments for several Nd-doped
glasses, including LG-750. Figure 9 shows a plot of the
fluence out vs fluence into an LG-750 amplifier for 1-ns
and 20-ns pulse durations. The data show that at higher
input fluences, the 20-ns pulses begin to extract the
stored energy more efficiently. Based on the experimental
values of the terminal lifetime derived from the two
experiments previously discussed, we would expect the
20-ns data to extract the energy more efficiently since
there is virtually no bottlenecking of the terminal level.
This is because the 20-ns pulses are 80 times longer than
the terminal lifetime, as opposed to the 1-ns pulses,
which are only 4 times longer. The difference in the
two data curves can be accounted for by including the
terminal-level lifetime in the solution to the coupled
population rate and transport differential equations.
However, as mentioned earlier, no analytic solution
exists, and therefore the equations must be integrated
for each new value of the pulse length t,or the terminal

Nd:phosphate glass (LG-750)
10 [—
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Output fluence (J/cmz)
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A 1-ns data
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0 1 2 3 4
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FIGURE 9. A plot of the extraction data taken by Yarema and Milam
for 1- and 20-ns square pulses in the phosphate glass composition
LG-750. A model that includes the ratio of the pulse width to the
terminal-level lifetime is shown as the two solid lines. The terminal-
level lifetime was left as a variable fitting parameter within the model.
A best fit to the data yielded 1, ,,= 280 £ 100 ps. ~ (70-00-1194-3749pb02)
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lifetime 14, ,,. We have found an empirical formula for

the saturation fluence F',, that explicitly includes t,

and 1y, /2"
O O
, D hv/0em O
Feat = 9, 0o 2)
Dl"‘ B(R)O

5 %
where B(R) is a function of R =t /TH/Z, m Is the
emission cross section, and gzlg1 is the ratlo of upper
to lower level degeneracies of the laser transition. The
derivation of the function B(R) will be discussed in the
next section. The empirical formula for the saturation
fluence can be substituted within the Frantz—Nodvik®
solution for energy extraction to model both the 1-ns
and 20-ns data. The Frantz—Nodvik solution is written as

Fout = Fiaeln{ 1+ Go[exp(Ry 7 Fiae) -1]} ©)

where G, is the small signal gain and F;, is the input
fluence. The model is shown as the curves in Fig. 9. The
terminal-level lifetime was left as a fitting parameter
within Eq. (3). The best fit to the data yielded a termi-
nal lifetime of 1, ,, = 280 ps + 100 ps. This result is
within the experimental error of the lifetimes derived
from the previous sections. The average terminal life-
time and estimated error from all three experiments is
253 ps with an rms error of +50 ps.

Derivation of the Modified

Saturation Fluence

There are six steps involved in finding the functional
form of B(R) in Eq. (2).

1. Transform the coupled rate and transport equa-
tions that include the terminal-level lifetime
(t41/,) to a coordinate system that moves within
the frame of the pulse.

2. Simplify the equations by integrating over the
spatial dimension so that only a set of coupled
ordinary differential equations in time remain.

3. Integrate the coupled equations for a range of
R values.

4. Substitute the modified saturation fluence defined
in Eq. (2) into the Frantz—Nodvik solution, Eq. (3),
fit each of the empirical output-vs-input fluence
solutions to the exact numerical solutions found
in step 3, and determine B(R).

5. Find an analytic form for B(R).

6. Determine the range of input parameters over
which the modified saturation fluence F', can
be used.

We begin by assuming that the upper laser level has

a population N,(0) created by a previous pumping
process when the input pulse arrives. The coupled rate

UCRL-LR-105821-95-2

and energy transport equations for a lossless system
can be written as

I(z,1)

ON,(t)

at  hv [0emN2(t) = 0apsN (t)] (4a)
= N )
0 -] L)

and
dl T ol .t

(022 )+% E)Zt ):I(Z't)[cemNz(t)‘Oable(t)] , (40)

where N2(t) and N, (t) represent the upper (4F3/2) and
lower (4 111/5) level populations, o, is the smgle ion
stimulated emission cross section for the F3/2 - '11/2
transition, and g, is the single-ion absorption cross
section for the '11/2 - F3/2 transition. The intensity
of the laser pulse is denoted by I(z,t). In a glass, 0y,
O,ps @Nd T4/, are supposed to be site-averaged or
ensemble values.

Egs. (4a)-(4c) can be simplified by transforming them
to a moving coordinate system that travels at the velocity
of the pulse by making the following transformation of
variables: T = t—(zn/c) and Z = z. Using the prescription
of Trenholme et al.® we also define B = N,g,,, to be the
gain coefficient of the upper level ions and a = N0,
to be the absorption coefficient of the lower level ions.
The ratio of degeneracies is defined to be the constant

K=0,,/0g The resultis
9B (5a)
oT hv/ Oem [B ] ’
a_a - IK [ —al- a (5b)
0T hv/ogy, T/
and

=1[p-al (5¢)

Eqgs. (5a)—(5c) can be further simplified by observing
that integration over their spatial dimension is possi-
ble, leaving a set of ordinary differential equations in
time to be solved. Continuing to follow Trenholme, the
quantities U(t) and L(t) are defined as

4

u(t) :J’B(z,t) dz

0

(62)
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and

(6b)

L(t) :fa(z,t)dz

Integrating Egs. (5a)—(5c) along the length of the
amplifier, we find that the problem now reduces to
solving the following set of coupled differential equa-
tions of Trenholme?:

du __tinfe0 1) ™
dt hv/oym

dL IinK(eU_L —1) L ®
dt hv/ o, T2

and

dF, -

?ut lout = IineU - ! ©)

where the known initial conditions U(0), L(0), and I,,(t)
are used to integrate Eqgs. (7)—(9) forward in time. The
integrated output intensity yields the output fluence

(29 00

Fout (numerical) = I lout (t)dt = I lin(t)eYtdt ,  (10)
0 0

where F . (numerical) is the exact solution to the loss-
less coupled rate and energy transport equations that
includes effects of the terminal-level lifetime (1, ,,). The
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numerical solutions of Eq. (10) for square pulses with
=t /T11/2 0.01, 2, and 100 are plotted in Fig. 10(a).
For each numerical solution shown, a best fit of the
empirical solution, Eq. (3), was found by adjusting the
value of B(R) to minimize the X2 fitting error. The empir-
ical solutions are also shown in Fig. 10(a) along with the
corresponding B(R) and X2 values where we define

N=100 2 1

|2 [Fatim i) - Pt )

out

In Fig. 10(a), only three different values of B(R) were
determined. To find a functional form for B(R), addi-
tional values were needed. In Fig. 10(b), over 1000 fits
are shown to produce a nearly continuous curve for
B(R) (solid line). As required, B(R) converges to the
asymptotes of 1 and 0 for tp/r11 /»<<land tp/r]l ,2>>1,
respectively. The B(R) curve shown in Fig. 10(b) was
fit to three exponentials (open circles). This allowed for
an improved fit to the B(R) curve compared with the
single exponential form originally proposed by
Trenholme.19 The exponential sum is written as

(11)

N-1

B(R) = a; exp (—R/by) +a, exp (-R/b,)

+agexp (-R/b3) | (12)
where the coefficients are
a, =0.59735,a, =0.34025, a; = 0.0605 (13a)
(b)
08— T
0.6 —
3
[aa]
04—
02—  —B(R) (square pulse)
O 3-exponential fit
O | ‘5:::::::::::5
| IIIIILIJ | IIIIIII| | IIIIIII| | IIIIILIJ | IIIIIII| I 1|
0.001 0.01 0.1 1 10 100
R (t,/T43,)

FiGURE 10. (a) A plot of the numerical solution of the coupled differential equations, Eq. (10), is shown as the solid line. The open circles
represent the empirical solution, Eq. (3). The value for B(R) and the x2 fitting error are also shown. (b) Over a thousand fits, such as those
shown in (a), were made to form a nearly continuous curve for B(R). A best fit to the curve for a sum of three exponentials is shown by the open

circles.  (70-00-0295-0393ph01)
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and

b, =1.29348,b, = 4.14937,b; = 30.38384 (13b)

To match the experimental data, Eq. (12) was evaluated
for the following input parameter values:

9,79,=035 (14a)
Gy =69 (14b)
and

MOE |oexp[-(t/w)3°] , (14¢)

l;,(t) being a square pulse approximated by a super-
Gaussian of power 30. In addition, the relevant range
of input fluences are defined with

& <35
hv/o,,

(14d)

The empirical expression for the saturation fluence,
Eq. (3), with B(R) defined in Eq. (12), can be used to
calculate the output energy with an error of less than
1.5%. Our choices for the value of the parameters—g,/9;,
G, and I;,(t)—and therefore B(R) are specific to Yarema
and Milam’s extraction experiment. Equation (12)
has some applicability for alternative ranges of
input parameters.1!

In a recent publication by Beach et al.,}2 an approxi-
mate form for B(R)' was derived and shown to be

'+ _1-exp(-R)
- R

B(R) (15)

However, Eq. (15) proved to be useful only for input
fluences less than the saturation fluence of the medium
(Fip <hv/0,,). We have nonetheless found that an
adequate fit to B(R) can be achieved over a larger F;,
range if an additional phenomenological parameter is
introduced by taking the entire expression to the 1.13
power (i.e., [B(R)']*13). By substituting this alternative
form of B(R) into Eqg. (2), we can determine the output
energy with an error of less than 1.5% for the input
parameters in Egs. (14a)—(14c).
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Comparison of the Direct and
Indirect Methods for Several
Nd-Doped Materials

We have discussed three possible experiments for
measuring the terminal lifetime for Nd:phosphate
glass. It would be convenient if the simplest method
were shown to be sufficiently accurate for measuring
the terminal lifetime of any Nd-doped laser material.
Table 1 lists lifetime data for 13 different Nd-doped
laser materials taken from the pump-probe and emis-
sion experiments previously discussed. In Fig. 11, the
lifetime from the direct data (14, /,) is plotted against
the lifetime from the indirect method (t,,). The figure
shows a line representing the best fit to the data of the
form y = mx. Ideally, if both methods yielded the same
results, then the slope m would be equal to one.
However, the best fit produced a slope of 1.15, which
suggests that the simpler, indirect method can be used
to determine the terminal-level lifetime for most Nd-
doped materials within a factor of two provided that the
excitation pulses are short enough and the detectors and
electronics have the required sensitivity and resolution.

10° g
- T/ 7/, =115
10*
- -
3 -
Y B
E 3
g WE O YALO
= - g
= -
102 o LG-750 (phosphate glass)
10 l IIIIIII| l IIIIIII| l IIIIIII| L1 1111l

10 10? 10° 10* 10°

1, ,, lifetime (ps)

FIGURE 11. The terminal lifetimes from the direct and indirect mea-
surements are plotted. A best fit to the data is shown as the solid line
of the formy = mx. The slope is 1.15. We find that the indirect method
can be used to measure the terminal lifetime to within a factor of 2 for

most Nd-doped laser materials.  (70-00-0295-0394ph01)



TERMINAL-LEVEL RELAXATION IN ND-DOPED LASER MATERIALS

The rightmost column of Table 1 lists our best
assessment of the terminal lifetime from the two
approaches. In comparing the lifetimes of the various
groups of materials, we find that the phosphate glasses
have a factor-of-two shorter lifetime than the silicate
glasses. This is primarily due to the high phonon fre-
quencies of the network forming PO, complexes in the
phosphate host as opposed to the relatively low-fre-
quency SiO, complexes in the silicate glasses. The
shortest lifetime measured was from the phosphate
crystal Nd:C-FAP. This material has both high phonon
frequencies and a small energy gap. Within the oxide
crystals, we find that Nd:YAG has the shortest lifetime
and correspondingly the smallest energy gap. And
finally, as expected, we find that for the fluoride
materials, including Nd:YLF, the relatively low
300-600 cm~! phonon frequencies give rise to slower
(nanosecond) lifetimes.

Conclusions

We measured the terminal-level lifetime of the Nd-
doped phosphate glass LG-750 from three independent
measurements and found the average value to be
T,1/2 = 253 ps with an rms error of +50 ps. In the pro-
cess of modeling data from the energy extraction
experiments, we developed an empirical formula for
the saturation fluence that can be used to account for
the bottlenecking effects of the 4I11/2 level in the
Frantz—-Nodvik analytic solution for energy extraction.
We determined that the indirect emission measure-
ments yield lifetimes that are within a factor of two of
the direct pump-probe measurements. This result gives
us confidence in using the simpler indirect approach for
estimating the terminal lifetime for new prospective
Nd-doped laser materials.

TABLE 1. Results from the direct, pump-probe measurements and the indirect, emission measurements. The right

column lists our best assessment of the terminal lifetimes.

Lifetime Lifetime Best assessment of
Material Ty, (PS) 1,,, (PS) lower-level lifetime (ps)

Phosphate glasses

LG-750 250 228 250@

APG-1 192 215 192@

APG-x 200 210 200@

APG-y 158 150 158@
Phosphate crystal

C-FAP, Ca, (PO,);F 156 70 700
Silicate glasses

LG-660 535 215 5350

LG-650 510 210 5100

SOL-GEL 247 245 247@
Oxides

YAG, Y,ALLO,, 115 200 200(®)

YALO, YAIO, 896 1090 1090®

GSGG, Gd,Sc,Ga,0,, 401 715 7150
Vanadate

YVO, 531 190 531@
Fluorides

YLF, LiYF, 10,500 9100 9100®

SrF, >5000 7000 7000®
Fluoride glass

ZBLAN, ZrF,-BaF ,-AlF,-LaF,-NaF >5000 18,000 18,0000

@ Lowver limit of the lifetime from the direct method agrees with the lifetime measured from the indirect method.

®) Indirect method is preferred since data is more accurate.

© Energy gap relevant to “l,,,, and “G,,, states are anomolously different so the 1,,,, and 1, lifetimes do not agree.

@ Basis for difference between the 1,,,, and 1, , lifetimes is uncertain.
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